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Aftached are the TEM laboratory results of the upgraded PCM samples collected during the glovebag
operation conducted by Basic Industries, Inc..at column F4 in the Central Plant.
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Asbestos Fiber Analysis by Transmission Electron Microscopy (TEM)
Performed by EPA 40 CFR Part 763 Final Rule (AHERA) !
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